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R-11, Surface detail with raveling R-11, Overview 
  
  
  
  
  
  

  
T-11, Overview T-11, Surface detail with a crack and weathering 
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A-11, Surface detail with depression & staining A-11, Overview 
  
  
  
  
 
 



Montana Aviation System Plan

A-11PLENTYWOOD AIRPORT 36ABranch: APRON

Inspection Report Summary2015 Update

66PCI: Samples Surveyed: 5 Total Samples: 16 Last Inspection Date (RPA) 9/1/2015

From: T-1 To: TIEDOWNS Surface: AAC
Length: 417 Width: 182 Last Const. : 2001Area: 73,348 Family: ACAM15

Inspections

* Multiple deduct values are scaled down from their algebraic sum to keep the model consistent with experimental data.

LF LF SF

Sample # 2 Area: 4550
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 215 LF
WEATHERING L 136 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 23 LF
RAVELING L 65 SF
RAVELING M 55 SF

Sample # 6 Area: 4550
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 188 LF
WEATHERING L 121 SF
RAVELING M 115 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 30 LF
RAVELING L 67 SF
PATCHING                                H 9 SF
RAVELING H 1 SF

Sample # 8 Area: 4550
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 99 LF
WEATHERING L 121 SF
RAVELING L 66 SF
RAVELING M 55 SF
RAVELING H 46 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 12 LF
DEPRESSION                              L 37 SF
PATCHING                                H 12 SF

Sample # 11 Area: 4550
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 142 LF
RAVELING L 161 SF
WEATHERING L 46 SF
RAVELING M 45 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 6 LF

Sample # 13 Area: 4550
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 218 LF
WEATHERING L 136 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 23 LF
RAVELING L 46 SF
RAVELING M 45 SF
OIL SPILLAGE                            N 12 SF
DEPRESSION                              L 5 SF

Distress Description Severity Quantity Density Deduct

Extrapolated Distress Quantities*

PATCHING                                H 68 SF 0.09 15.50%
LONGITUDINAL/TRANSVERSE CRACKING  L 2779 LF 3.79 12.01%
RAVELING M 1016 SF 1.38 8.93%
RAVELING H 152 SF 0.21 7.98%
LONGITUDINAL/TRANSVERSE CRACKING  M 303 LF 0.41 7.60%
RAVELING L 1306 SF 1.78 3.71%
OIL SPILLAGE                            N 39 SF 0.05 2.00%
WEATHERING L 1805 SF 2.46 0.75%
DEPRESSION                              L 135 SF 0.18 0.66%

0.0 95.0 5.0% Load % Climate/Durability % Other

Percent of Deduct Values Based on Distress Mechanism



Montana Aviation System Plan

R-11PLENTYWOOD AIRPORT 36RBranch: RUNWAY

Inspection Report Summary2015 Update

68PCI: Samples Surveyed: 7 Total Samples: 60 Last Inspection Date (RPA) 9/1/2015

From: STA 12+00 To: STA 51+00 Surface: AC
Length: 3,900 Width: 75 Last Const. : 2001Area: 292,500 Family: ACRMU15

Inspections

LF LF SF

Sample # 7 Area: 4745
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 272 LF
WEATHERING L 798 SF
RAVELING L 94 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 10 LF
DEPRESSION                              L 21 SF

Sample # 15 Area: 4745
Distress Description Severity Quantity

SF

WEATHERING L 798 SF
LONGITUDINAL/TRANSVERSE CRACKING    L 233 LF
SWELLING                                L 188 SF
DEPRESSION                              L 35 SF

Sample # 23 Area: 4810
Distress Description Severity Quantity

SF

WEATHERING L 798 SF
LONGITUDINAL/TRANSVERSE CRACKING    L 225 LF
RAVELING L 96 SF
RAVELING M 30 SF
DEPRESSION                              L 12 SF

Sample # 31 Area: 4810
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 271 LF
WEATHERING L 798 SF
RAVELING L 188 SF
DEPRESSION                              L 70 SF
RAVELING M 28 SF
PATCHING                                L 1 SF

Sample # 39 Area: 4810
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 248 LF
WEATHERING L 798 SF
RAVELING L 96 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 16 LF
DEPRESSION                              L 49 SF
RAVELING M 26 SF

Sample # 47 Area: 4810
Distress Description Severity Quantity

SF

WEATHERING L 798 SF
LONGITUDINAL/TRANSVERSE CRACKING    L 167 LF
RAVELING M 105 SF
RAVELING L 98 SF
DEPRESSION                              L 80 SF

Sample # 55 Area: 4810
Distress Description Severity Quantity

SF

WEATHERING L 798 SF
LONGITUDINAL/TRANSVERSE CRACKING    L 239 LF
RAVELING L 98 SF
RAVELING M 66 SF
DEPRESSION                              L 31 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 8 LF
PATCHING                                L 1 SF

Distress Description Severity Quantity Density Deduct

Extrapolated Distress Quantities*

LONGITUDINAL/TRANSVERSE CRACKING  L 14433 LF 4.93 14.63%
RAVELING M 2224 SF 0.76 7.12%
DEPRESSION                              L 2599 SF 0.89 5.98%
LONGITUDINAL/TRANSVERSE CRACKING  M 297 LF 0.10 3.99%
RAVELING L 5843 SF 2.00 3.98%



Montana Aviation System Plan

R-11PLENTYWOOD AIRPORT 36RBranch: RUNWAY

Inspection Report Summary2015 Update

* Multiple deduct values are scaled down from their algebraic sum to keep the model consistent with experimental data.

Distress Description Severity Quantity Density Deduct

Extrapolated Distress Quantities*

WEATHERING L 48715 SF 16.65 2.47%
SWELLING                                L 1640 SF 0.56 2.02%
PATCHING                                L 17 SF 0.01 2.00%

0.0 81.0 19.0% Load % Climate/Durability % Other

Percent of Deduct Values Based on Distress Mechanism



Montana Aviation System Plan

T-11PLENTYWOOD AIRPORT 36TBranch: TAXIWAY

Inspection Report Summary2015 Update

73PCI: Samples Surveyed: 5 Total Samples: 29 Last Inspection Date (RPA) 9/1/2015

From: R-11 To: A-11 Surface: AC
Length: 4,320 Width: 32 Last Const. : 2001Area: 141,080 Family: ACRMU15

Inspections

* Multiple deduct values are scaled down from their algebraic sum to keep the model consistent with experimental data.

LF LF SF

Sample # 4 Area: 4375
Distress Description Severity Quantity

SF

WEATHERING L 875 SF
LONGITUDINAL/TRANSVERSE CRACKING    L 112 LF
RAVELING L 88 SF
RAVELING M 88 SF

Sample # 9 Area: 4248
Distress Description Severity Quantity

SF

WEATHERING L 850 SF
LONGITUDINAL/TRANSVERSE CRACKING    L 188 LF
DEPRESSION                              L 216 SF
RAVELING L 84 SF
RAVELING M 84 SF
PATCHING                                L 2 SF

Sample # 14 Area: 5250
Distress Description Severity Quantity

SF

WEATHERING L 1050 SF
LONGITUDINAL/TRANSVERSE CRACKING    L 109 LF
RAVELING M 105 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 28 LF
RAVELING L 76 SF

Sample # 19 Area: 5625
Distress Description Severity Quantity

SF

WEATHERING L 1125 SF
LONGITUDINAL/TRANSVERSE CRACKING    L 165 LF
RAVELING M 112 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 26 LF
RAVELING L 37 SF
PATCHING                                L 1 SF

Sample # 25 Area: 4875
Distress Description Severity Quantity

SF

WEATHERING L 975 SF
LONGITUDINAL/TRANSVERSE CRACKING    L 186 LF
RAVELING L 97 SF
RAVELING M 96 SF

Distress Description Severity Quantity Density Deduct

Extrapolated Distress Quantities*

LONGITUDINAL/TRANSVERSE CRACKING  L 4399 LF 3.12 10.35%
RAVELING M 2807 SF 1.99 10.32%
DEPRESSION                              L 1250 SF 0.89 5.97%
LONGITUDINAL/TRANSVERSE CRACKING  M 313 LF 0.22 5.46%
RAVELING L 2211 SF 1.57 3.44%
WEATHERING L 28218 SF 20.00 2.81%
PATCHING                                L 17 SF 0.01 2.00%

0.0 85.0 15.0% Load % Climate/Durability % Other

Percent of Deduct Values Based on Distress Mechanism



Montana Aviation System Plan Maintenance Report Summary2015 Update

PLENTYWOOD AIRPORT
FIFTEEN YEAR PROJECTIONS: $235,068ESTIMATED AVERAGE ANNUAL COST: 

PLAN YEAR: 2016 $686,867ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

A-11 Prev. & Seal Coat $7,239 $20,537 $27,777 65 70
R-11 Prev. & Thin AC $42,267 $570,374 $612,641 61 70
T-11 Prev. & Seal Coat $6,947 $39,502 $46,449 70 75

PLAN YEAR: 2017 $32,748ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

T-11 Basic Prev. $5,818 $5,818 72 73
R-11 Basic Prev. $21,272 $21,272 68 68
A-11 Basic Prev. $5,658 $5,658 68 68

PLAN YEAR: 2018 $42,327ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

A-11 Basic Prev. $7,471 $7,471 65 66
R-11 Basic Prev. $27,618 $27,618 66 66
T-11 Basic Prev. $7,238 $7,238 70 71

PLAN YEAR: 2019 $53,521ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

T-11 Basic Prev. $10,097 $10,097 68 69
A-11 Basic Prev. $9,386 $9,386 63 63
R-11 Basic Prev. $34,038 $34,038 64 64

PLAN YEAR: 2020 $65,455ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

T-11 Basic Prev. $13,370 $13,370 67 67
R-11 Basic Prev. $40,659 $40,659 63 63
A-11 Basic Prev. $11,426 $11,426 61 61

PLAN YEAR: 2021 $147,845ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

R-11 Basic Prev. $47,509 $47,509 61 61
T-11 Prev. & Seal Coat $16,665 $45,794 $62,459 65 69
A-11 Prev. & Seal Coat $14,068 $23,809 $37,877 59 64

PLAN YEAR: 2022 $81,631ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

R-11 Basic Prev. $55,900 $55,900 59 59
T-11 Basic Prev. $13,864 $13,864 67 67
A-11 Basic Prev. $11,867 $11,867 61 62

PLAN YEAR: 2023 $98,530ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

A-11 Basic Prev. $14,520 $14,520 59 59
T-11 Basic Prev. $17,369 $17,369 65 65
R-11 Basic Prev. $66,641 $66,641 58 58

PLAN YEAR: 2024 $117,392ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

R-11 Basic Prev. $78,310 $78,310 56 56
T-11 Basic Prev. $20,963 $20,963 63 63
A-11 Basic Prev. $18,119 $18,119 57 57

PLAN YEAR: 2025 $137,900ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

A-11 Basic Prev. $22,093 $22,093 55 55
R-11 Basic Prev. $91,140 $91,140 54 54
T-11 Basic Prev. $24,667 $24,667 62 62

PLAN YEAR: 2026 $1,007,883ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

A-11 Prev. & Seal Coat $26,526 $27,601 $54,127 52 57
T-11 Prev. & Seal Coat $28,583 $53,088 $81,671 60 64
R-11 Prev. & Thin AC $105,549 $766,535 $872,085 52 62

PLAN YEAR: 2027 $110,642ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

T-11 Basic Prev. $25,817 $25,817 62 62
R-11 Basic Prev. $61,889 $61,889 60 60
A-11 Basic Prev. $22,936 $22,936 55 55



Montana Aviation System Plan Maintenance Report Summary2015 Update

PLAN YEAR: 2028 $131,731ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

R-11 Basic Prev. $74,191 $74,191 58 58
A-11 Basic Prev. $27,609 $27,609 52 53
T-11 Basic Prev. $29,931 $29,931 60 60

PLAN YEAR: 2029 $667,103ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

R-11 Basic Prev. $87,498 $87,498 56 57
A-11 Reconstruct  $543,741 $543,741 50 100
T-11 Basic Prev. $35,864 $35,864 58 59

PLAN YEAR: 2030 $144,452ESTIMATED COST:
before after

PCI

SectionID Maintenance Local Global Major<Crit Major>Crit Total

R-11 Basic Prev. $102,072 $102,072 55 55
T-11 Basic Prev. $42,380 $42,380 57 57
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