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Test Date of
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No. Title Pages or Revision
MT 501 pH, Insoluble Materials, Corrosion Rate, Percent Settleable Solids and
Percent Passing a #10 Sieve of Brine Materials ............ooccoieeiiiiniiiiiiiieenenn. 1 pp. Jun 2016
MT 502 Elemental Chemical Analysis Of Brine Materials .........ccccccooiiiiiiiiiieiiniinnne. 7 pp. Sep 2016

MT 503 Vacant
MT 504  Cyanide In Brine Material .............cooiiiiiiiiiiiie e Under Development
MT 505 Vacant
MT 506 Vacant
MT 507 Vacant
MT 508 Vacant
MT 509 Vacant
MT 510 Vacant
MT 511  Vacant
MT 512  Vacant
MT 513 Vacant
MT 514  Vacant
MT 515 Vacant
MT 516 Vacant
MT 517  Vacant
MT 518 Vacant
MT 519  Vacant
MT 520 Determination of Wear Metals in Engine Oil ............cccceeiiiiiiiiiiieeiiniiiee, Under Development
MT 521  Determination of Red Dye #26 in Diesel Fuel ...........ccoooeiieiiiiiiiiiiiiiicccceee, 1 pp. Sep 2016
MT 522  Vacant
MT 523  Vacant
MT 524  Vacant
MT 525 Vacant
MT 526  Moisture Analysis of PNS Category 8A, 8B, and 8C Solid Sodium Chloride 2 pp. Jun 2016
MT 527  Vacant
MT 528 Vacant
MT 529  Vacant
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http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/501.pdf
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/501.pdf
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/502.pdf
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/521.pdf
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/526.pdf
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Method
No.
MT 530
MT 531
MT 532
MT 533
MT 534
MT 535
MT 536
MT 537
MT 538
MT 539
MT 540
MT 541
MT 542
MT 543
MT 544
MT 545
MT 546
MT 547
MT 548

Determination of Chloride in Bridge Deck Cement by lon Chromatography.

Vacant

Vacant

Chemical Analysis of Fly Ash and Pozzolans
Chemical Analysis of Portland Cement
Bridge Deck Crack Sealant IR Test
Chemical Analysis of Silica Fume
Chemical Analysis of Ground Granulated Blast-Furnace Slag (GGBFS)

Chemical Analysis of Blended Cement

Vacant
Vacant
Vacant
Vacant
Vacant
Vacant
Vacant
Vacant
Vacant

Analysis of Traffic Paint
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Under Development

9 pp. Sep 2016
8 pp. Jun 2016

Under Development
1 pp. Jun 2016
4 pp. Sep 2016

Under Development

7 pp. Jun 2016
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http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/533.pdf
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/534.pdf
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/536.pdf
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/537.pdf
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/548.pdf

